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Laboratory Compaction Characteristics of Soil - Standard Proctor (ASTM D698)
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Site X Remediation
Client: Environmental Engineering Company

Project No.: 12345678

Sample ID: TP01

Depth: 0.5 - 1.5 m
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26-Oct-05

OVERSIZE CORRECTION
ASTM D4718

PREPARED SOLELY FOR THE USE OF OUR CLIENT AS SPECIFIED IN THE ACCOMPANYING REPORT.  NO REPRESENTATION OF ANY KIND IS MADE TO OTHER PARTIES WITH WHICH SOLUM CONSULTANTS LTD. HAS NOT ENTERED INTO A CONTRACT.

100% SATURATION CURVE

MAXIMUM DRY DENSITY (γ dmax): 1,910  kg/m3

OPTIMUM  WATER CONTENT (w o): 12.0%

95% = 1,815 kg/m³

Particles Retained on the No. 4 
(4.75 mm) Sieve (Pc):  2.3 %
GM: 2.55 (Assumed)
Corrected Max. Dry Density:
N/A
Corrected Opt. Water Content:
N/A
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